


Malzemenin Avrupa da ki deney sonuglari.

FREKANS, Hz. NRC |
250 500 1000 2000 4000 Qs
25 mm 10 28 69 95 92 58.8
30 mm 11 29 73 08 92 606
40 mm 19 49 92 93 95 69.6
50 mm 37 78 92 87 95 77.8

s 25,30, 40, 50 mm Kalinhgmdaki CelluBOR ig¢in yapilan 8l¢lim ve hesaplamalar.

250-4000 Hz arasinda « NRC Degerleri.
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